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SCHEDULE 2

METHODS OF ANALYSIS

10.

DETERMINATION OF EXTRACTED PHOSPHORUS

Drying and weighing

6.6 Wipe the outside of the crucible with a filter paper. Place the crucible in the drying oven (5.5)
and keep it there until its weight remains constant at a temperature of 250°C (usually 1.5 minutes):
leave it to cool in a desiccator to ambient temperature and weigh rapidly.
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