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SCHEDULE 2

METHODS OF ANALYSIS

PART II

17.

DETERMINATION OF FINENESS OF POTASSIC BASIC SLAG

2 PRINCIPLE

2. By hand sieve shaking and dissolution of the soluble salts, the proportion of slag passing
through the prescribed sieve is determined.
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