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SCHEDULE 1

PART I
LIST OF MONOMERS TO BE ADDED TO SECTION A OF

PART I OF SCHEDULE 1 TO THE PRINCIPAL REGULATIONS

1 2 3 4
Item PM/REF No. CAS No. Name Restrictions and

Specifications
28A 12761 000693-57-2 12-

Aminododecanoic
acid

The specific
migration of this
substance shall
not exceed 0.05
mg/kg

35A 13180 000498-66-8 Bicyclo [2.2.1]
hept-2-ene
(=norbornene)

The specific
migration of this
substance shall
not exceed 0.05
mg/kg

35B 13210 001761-71-3 Bis(4-
aminocyclohexyl)methane

The specific
migration of this
substance shall
not exceed 0.05
mg/kg

63A 14650 000079-38-9 ChlorotrifluoroethyleneThe quantity of
this substance
in the finished
plastic material or
article shall not
exceed 0.05 mg/6
dm2

68A 14841 000599-64-4 4-Cumylphenol The specific
migration of this
substance shall
not exceed 0.05
mg/kg

93A 16694 013811-50-2 N,N'-Divinyl-2-
imidazolidinone

The quantity of
this substance
in the finished
plastic material or
article shall not
exceed 5 mg/kg

93B 16704 000112-41-4 1-Dodecene The specific
migration of this
substance shall
not exceed 0.05
mg/kg

1



Document Generated: 2023-08-02
Status:  This is the original version (as it was originally made).

1 2 3 4
Item PM/REF No. CAS No. Name Restrictions and

Specifications
147A 22331 025513-64-8 Mixture of

(40% w/w) 1,6-
diamino-2,2,4-
trimethylhexane
and (60%
w/w) 1,6-
diamino-2,4,4-
trimethylhexane

The quantity of
this substance
in the finished
plastic material or
article shall not
exceed 5 mg/6
dm2

152A 22550 000498-66-8 Norbornene The specific
migration of this
substance shall
not exceed 0.05
mg/kg

163A 23175 000122-52-1 Phosphorous acid,
triethyl ester

The quantity of
this substance
in the finished
plastic material
or article shall
be not detectable
(when measured
by a method with
a detection limit
of 1 mg/kg)

169A 23547 009016-00-6
063148-62-9

Polydimethylsiloxane
(MW>6800)

In compliance
with the
specifications laid
down against item
2 in Schedule 2B

206A 25080 001120-36-1 1-Tetradecene The specific
migration of this
substance shall
not exceed 0.05
mg/kg

214A 25385 000102-70-5 Triallylamine In compliance
with the
specifications laid
down against item
3 in Schedule 2B

218A 25927 027955-94-8 1,1,1-Tris(4-
hydroxyphenyl)ethane

The quantity of
this substance
in the finished
plastic material or
article shall not
exceed 0.5 mg/
kg For use only in
polycarbonates
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1 2 3 4
Item PM/REF No. CAS No. Name Restrictions and

Specifications
223 26155 001072-63-5 1-Vinylimidazole The quantity of

this substance
in the finished
plastic material or
article shall not
exceed 5 mg/kg

225 26320 002768-02-7 VinyltrimethoxysilaneThe quantity of
this substance
in the finished
plastic material or
article shall not
exceed 5 mg/kg

226 26360 007732-18-5 Water In compliance
with Directive
98/83/EC(1)

(1) O.J. No. L 330, 5.12.1998, p.32.
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http://www.legislation.gov.uk/european/directive/1998/0083

